
 

   

 

 

                                                                                                               1                                Reference: BUTTING Handbook p. 21 

   Producible OD / wall thickness ratio –  

  Pipes made from coil 
 
  BUTTING produces pipes from coil NB 20 up to NB 750: 
 

 


